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SHENZHEN LANDUN ENVIRONMENTAL TECHNOLOGY CO.,LTD .

FLOOR 4,NO.12-6,EAST FUGAO ROAD,GAOQIAO COUMMUNITY,PINGDI STREET,LONGGANG 

DISTRICT,SHENZHEN,GUANGDONG,CHINA(MAINLAND)

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Water filter pitcher .

SGS Job No. : CP13-064922 - SZ .

Model No. :. L-PF601.

Material No. : . AS.

Date of Sample Received : . 23 Dec 2013.

Testing Period : . 23 Dec 2013 - 27 Dec 2013 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Signed for and on behalf of 

SGS-CSTC Ltd. .

Alkene_Liang.

Approved Signatory .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN13-201033.001 Transparent plastic .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Bisphenol-A.

Test Method : . With reference to US EPA Method 3550C:2007,Analysis by HPLC-MS and HPLC-FLD. .

Test Item(s). Unit. MDL.

mg/kg.

001.

1.0 NDBisphenol-A.
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ATTACHMENTS 

BPA Testing Flow Chart 
 

1) Name of the person who made testing : Tina Zhao 
2) Name of the person in charge of testing : Yolanda Wei 
 

Sample cutting / preparation 

Sample Measurement  

Solvent extraction  

Concentration/Dilution  

Filtration 

HPLC-MS&HPLC-FLD 

DATA 

Clean-Up 
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Sample photo: .

CANEC1320103301

CAN13-201033.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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